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Abstract

The main objective of the ATS research program is directed towards life prediction model-
ing of coated advanced gas turbine materials due to thermomechanical strain cycling.  Emphasis is
placed on life characterization on the basis of low cycle fatigue (LCF) under isothermal conditions
and also on thermomechanical fatigue (TMF).  In addition, the material deformation response to
TMF is to be analyzed in terms of fracture mechanisms, microstructure changes, and environmen-
tal effect.  IN-738LC was chosen as a basic substrate material with overlay (MCrAlY) and
aluminide (NiAl) coatings.

Thermomechanical fatigue (TMF) is a unique type of fatigue in which material is simultane-
ously subjected to fluctuating loads and temperatures.  Isothermal life prediction techniques are
often not applicable to TMF conditions since mechanical properties are typically temperature
dependent and because different damage mechanisms can arise.  Many service conditions may be
simulated using simple relationships between the thermal and mechanical strains.  In-phase (IP)
TMF occurs when the maximum strain and peak cycle temperature coincide whereas the maxi-
mum strain and lowest cycle temperature coincide during out-of-phase (OP) TMF.  "OP TMF"
cycles represent the TMF damage which occurs on the leading edge of a gas turbine blade from
repeated turbine starts and stops.  Turbine blades are routinely coated with either an aluminide,
overlay, or thermal-barrier coating to either inhibit oxidation or hot corrosion or to reduce sub-
strate temperature.  It is imperative that the coating maintain adherence to the blade without
cracking or spalling to ensure maximum substrate protection.  However, properties such as
Young's moduli, thermal expansions and inelastic deformation behavior of the coatings are highly
dependent upon temperature and often differ from the respective substrate properties, thereby
complicating TMF life prediction.  Accurate TMF life estimates of coated turbine blades should
account for these temperature-dependent properties of both the coating and substrate.

The project was completed with the development of a new life prediction model to account
for thermomechanical strain cycling effect on fatigue for coated IN738LC.  The model has two
components:



   C A viscoplastic component which accounts for strain/temperature cycling response of sub-
strate and coatings in terms of hysteresis loops.  These loops characterize the evolution of
stress/strain/cycle up to mid-life cycle where the mid-life cycle represents the average cyclic
deformation of the material.  The outcome of this approach is to predict the maximum stress
and strain range at the mid-life cycle where stress and strain are saturated.

   C A tensile energy approach is the second component of the life prediction model which
assess the damage incurred in the material as a result of TMF.  The damage process with
mean stress and creep effect due to dwell-time are incorporated for cycles to failure
prediction.

In addition, a TMF crack growth model has been developed which shows the acceleration
and retardation of cracks due to the types of coatings applied to the substrate.

The outcome of the ATS research program is a significant contribution to life prediction
methodology particularly for TMF problems since TMF cracking is the primary mode of mechani-
cal failure for first stage blades in gas turbines.  The life prediction methodology which has been
developed and the microstructure failure analysis resulting from this research program are being
incorporated in a "mechanics of material course" taught at Penn State University and the result of
the ATS research program are being presented at engineering conferences.

The PI of the research program acknowledges the contribution of our industrial partners
Westinghouse Electric, Power Generation Division in Orlando, FL, and Allied Signal Aerospace
Co., Phoenix, AZ.
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Prediction of TMF Stress-Strain Response 
(Hysteresis Loop) 

using Viscoplastic Model 

Aluminide (NiAI) Coated IN-738LC 

Prediction from first cycle to mid-life cycle (saturation cycle) 
Ar mech=0.8%, 0-P. TMF, AT=900-1600"F, Ni=l90 



Predicted Mid-Life Out-of-Phase TMF Hysteresk Loops 

Overlay (NiCoCrAlHfSi) Coated IN-738LC 

&&=0.5 70, ().I’. TWJF, /Y1’=900- I fioor’F, N,=205X 

Dut-of-Phase TMF Cycle 

TIME(sec) 

-60 0 i .._~---L--l!!d 

-0.003 -0.0015 0 0.0015 0.003 

MECHANICAL STRAIN (in/in) 

AE ,,,,, c,n=O.X%. O.P. ‘J‘MF, A?‘=9~O-1600”l~l l,,=‘)O sec(~comp), N,=IX’) 

_ ., 
0 50 1~0150200250300350 -0.005 -0.0025 0 0.0025 0.005 

TIME (set) MECHANICAL STRAIN (in/in) 



Predicted Mid-Life Out-of-Phase TMF Hysteresis Loops 

Aluminide (NiAI) Coated IN-738LC 

A& mech=0.5%, O.P. TMF, AT=900-1600’F, N,=360 
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TMF NiCoCrAlY COATING 
-LIFE ST ESSiST AIN CYCLE 

TYPICPi BP TMF I.I!D-LIFE I 
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Time-Temperature Functions 

+ The hold-time function: 

h(t) = [ 1 + th/tc ] 
t, = length of compressive hold-time 

t, = length of total cycle time including hold-time 

+ The elevated temperature function: ,,~:~~y ,;:i .~, 

r(T) = exp {- Q /R (T,, - TJ 
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MID-LIFE STRESS/STRAIN CYCLE - 
TENSILE ELASTIC ENERGY FOR 
IN738LC & 
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Strain (%) 

\,‘iscoplastic model predictions for pure NiCnCr;il’i 0~erl3\ 

coating subiectcd to 0P ThlF. k,,r,,-O.Slb. Ar=J2i-X71”C 



DATA SCATTER 
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Correlation of tmmml IN-7381.C OP TMF data using AW, the ratio of cyclic to 
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DATA ANALYSIS 

LIFE PREDICTION MODEL 
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CUE CRACK FRONT 
IN738EC+CoNiCrALY OVERLAY 
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Overlay (NiCoCrAlHfSi) Coated IN-/XiLG 

AF mec,,=0.5%, O.P. TMF, AT=900-1600-F, N,=2058 

t-=-y ,,, nELnMINATION CRACK 
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a) Fracture surface. 

coating 

b) Delamination crack at low magnification (170X) 
c) Delamination at the coating 1 substrate interface (345X) 
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